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Reading No 90

Mode General Metals

Time 2022-10-04 14:53

Duration 10.23

Units %

Sigma Value 2

Sequence Final

Alloy1 No Match : *5.00

Alloy2 No Match : *6.05

Flags

SAMPLE

HEAT

LOT

BATCH
MISC

NOTE

 Ele  %  +/-  ±2s

Sb  <LOD  :  0.026

Sn  0.015  +/-  0.007

Cd  <LOD  :  0.012

Pd  <LOD  :  0.009

Ag  <LOD  :  0.016

Al  95.332  +/-  0.163

Mo  <LOD  :  0.002

Nb  <LOD  :  0.002

Zr  <LOD  :  0.002

Bi  <LOD  :  0.002

Pb  0.029  +/-  0.004

Se  <LOD  :  0.002
Au  <LOD  :  0.002

W  <LOD  :  0.057

Zn  1.004  +/-  0.047

Cu  *0.826  +/-  0.042

Ni  0.140  +/-  0.018

Co  <LOD  :  0.046

Fe  *2.217  +/-  0.103

Mn  0.334  +/-  0.044

Cr  0.102  +/-  0.034

V  <LOD  :  0.095

Ti  <LOD  :  0.116
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